
 

 

TongLing BaiNuo New Materials Co.,Ltd. 
Quality inspection report of iron sulfide 

ANALYSIS CERTIFICATE OF PYRITE 

 

Sample sender: This unit                Date of Analysis:：2025-11-5 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Note: This product is a non-metallic mineral and is not prone to spontaneous combustion. The result is only 

responsible for the sample provided. In case of any dispute, please raise it within fifteen days. The analysis sample 

will be kept for fifteen days; otherwise, it will be processed 
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Item Test Result (%) 

S  48.3% 

Fe  44.6% 

SiO₂  1.49% 

H₂O  0.41% 

As  0.03% 

Pb  0.019% 

Zn  0.011% 

Cu  0.035% 

Partical Size   10-50mm 

Conclusion  Qualified（合格） 


